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CHAPTER 1 

INTRODUCTION 

The phenomena a s s o c i a t e d  with laser beam impact on metallic s u r -  

f a c e s  has  evoked cons ide rab le  i n t e r e s t  a s  is demonstrated by t h e  c u r r e n t  

l i t e r a t u r e  (Gregg, 1966; Vogel, 1965). It has  been found t h a t  t h e  tar- 

g e t  deformation. is of two gene ra l  t ypes ,  dependent on t h e  rate a t  which 

r a d i a n t  energy is supp l i ed  t o  t h e  s u r f a c e  under s tudy .  

of deformation,  which occurs  a t  r e l a t i v e l y  low rates of energy i n p u t ,  

c o n s i s t s  of a deep ho le  which i s  approximately t h e  same diameter  as  t h e  

laser beam a t  t h e  s u r f a c e  and t a p e r s  t o  a p o i n t .  The o the r  deformation 

is cha rac t e r i zed  by a c r a t e r  shape and is r e l a t i v e l y  shal low.  

The one type  

These two types  of target deformation are sugges t ive  of t h e  defor -  

mations found i n  p a r t i c l e  impacts. The first type  of deformation occurs  

i n  low v e l o c i t y  p a r t i c l e  impacts ,  and t h e  second is observed i n  hyper- 

v e l o c i t y  p a r t i c l e  impacts.  

p a r t i c l e  impact and t h e  laser beam impact a t  h igh  power l e v e l s ,  is t h e  

Another s i m i l a r i t y  between hyperve loc i ty  

appearance of a plasma a t  t h e  r eg ion  of impsact. Because of t h e  s i m i -  

lar i t ies  between t h e  two processes ,  a s tudy  gf laser beam impact in -  

volving high rates of energy input  t o  t h e  t a r g e t  has  been undertaken. 

\ 

I n  o rde r  t o  undertake an  experimental  s tudy  of laser beam impact, 

it was necessary  t o  des ign  and c o n s t r u c t  a laser system wi th  a h igh  

power l e v e l .  

chosen, I n  a d d i t i o n ,  a n  output  with a wel l -def ined energy v a r i a t i o n  

For t h i s  reason ,  a q-switchekl, two ruby laser system was 

1 
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with time w a s  des i red .  

operated i n  a q-switched mode, 

operated i n  t h e  convent ional  mode. 

To a c h i e v e , t h i s , , t h e  system was designed t o  be 

Without t h e  q-switch, it may a l s o  be  

I n  order  t o  ob ta in  t h e  most uniform 

d i s t r i b u t i o n  of energy a c r o s s  t h e  s e c t i o n  of t h e  laser beam, h e l i c a l  

f l a sh tubes  were s e l e c t e d  t o  e x c i t e  t he  two rub ie s .  It  w a s  well-known 

t h a t  t h i s  e x c i t a t i o n  would be  less e f f i c i e n t  than  s t r a i g h t  f l a s h t u b e s  

bu t  e f f i c i e n c y  w q s  s a c r i f i c e d  for a more uniform i n t e n s i t y ,  

h e l i c a l  f l a sh tubes  are powered by twin,  capac i to r  banks which are r a t e d  

a t  27 k i l o j o u l e s  each and which are operated a t  10,000 vo l t s .  

The two 

The laser f a c i l i t y  was designed t o  be employed i n  conjunct ion wi th  

an u l t r a v i o l e t  spectrograph which was a v a i l a b l e  i n  t h e  labora tory .  

This  spec t rograph  w a s  designed t o  s tudy  t h e  r a d i a t i o n  from t h e  plasma 

which occurs  i n  p a r t i c l e  impact, I n  a d d i t i o n ,  a quadrupole mass spec- 

t rometer  is planned which w i l l  y i e l d  da t a  concerning t h e  number d e n s i t y ,  

as  a func t ion  of time, of va r ious  s p e c i e s  of i o n s  i n  t h e  plasma. 

Th i s  t h e s i s  desc r ibes  t h e  des ign  and cons t ruc t ion  of t h e  laser 

f a c i l i t y .  I n  add i t ion ,  t h e  working equat ions  f o r  t h e  quadrupole mass 

spectrometer  are presented,  The r e s u l t s  of i n i t i a l  t e s t s  on t h e  laser 

f a c i l i t y  i n  t h e  convent ional  mode are  a l s o  included i n  a q u a l i t a t i v e  

fashion.  I n  conclusion,  va r ious  sugges t ions  a s  t o  f u t u r e  improvements 

of t h e  f a c i l i t y  are presented.  



CHAPTER IL 

THEORETICAL DISCUSSION 

The term laser is formed from the words "Light Amplification by 

Stimulated Emission of Radiation", and it is applied t o  various devices 

which are capable of this process. 

as a generator of radiation by providing feedback to initiate an ampli- 

fied pulse of light, 

(Lengyel, 1966) will be presented with an explanation of the conditions 

for laser activity, 

descript5on.i.s presented of the more coaplkx theory which deals with the 

particulas,type of ruby laser that was developed f o r  our laboratory. 

Most of these devices are employed 

In this section, the basic theory of lasers 

In the last section of this chapter,a qualitative 

General Theory 

To achieve light amplification in a given medium, the medium must 

be placed in a state of  negative absorption. 

absorption is produced by creating a population inversion between the 

atomic energy levels of the system. 

for the attainment of a population inversion in a three level, atomic 

This state of negative 

The physical conditions necessary 

system are considered in $his section, The ruby laser, which is basi- 

cally a three level system, is described as a practical example of the 

conditions for light amplification. 

The term "population inversion" may be explained 

Figure 2.1 where a s i m p l i f i e d  energy level diagram is 

by reference to 

shown e 

3 
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9 Excitation Spontaneous and 
Stimulated Decay 

Ground State 

Figure 2 , l .  Simplified Energy Level Diagram. 
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When excitation is applied to the laser medium, its absorption 

causes transitions from the ground state t o  the broad-band energy level 

#3, 

process. 

to the sharp level, #2. 

the ground state. This decay t o  the ground state results in spontan- 

eous light emission, and is responsible for the phenomena of fluores- 

cence which is observed for all levels of excitation. If sufficient 

radiation is absorbed during the excitation, the number of atoms of the 

laser material in state #2 will be greater than the number in state #le 

This phenomena is known as population inversion, and leads to light 

amplification, 

fluorescence, will stimulate additional. transitions from level #2 to 

the ground state. This additional radiation is termed stimulated emis- 

sion, and is responsible for the laser ouLput. 

The decay of this excited state at low intensities is a two step 

One step consists of a radiationless (phonon emission) decay 

The second step is a relatively slow decay to 

The light emitted within the medium as a result, of 

In order to describe the above process quantitatively, consider 

the atomic processes of absolrp.tiocm and emission. 

atoms in thermal equilibrium at a temperature, T, will obey the Roltz- 

mann distribution; that is 

A large number of 

\ 

where, N ' = 
j 

E .  .:= 

If there are gn 

occupied, and 

J 

J .,t' emEi/kT 
i 

population of js state 

energy of js state. 

states/energy 1 eve1 , then these wi 11 be equally 



n N ’ = -  
gn 

N 
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where, N = population of the nf-h energy level. 

Thus, the ratio of populations for.the n@ and mf-h level will be given by 
n 

where,E 

At thermal equilibrium, the lower states are more densely populated than 

the higher states. 

is disturbed. 

and E n m are measured from the ground state at zero temperature. 

However, as radiation is absorbed, this equilibrium 

Assume a parallel beam of light with a frequency betweenv and 

V + dv and with an intensity, I,, 

x direction through a layer of atoms that are bounded by x and x + dx, 

If N,, atoms/cm3 are. in level #1, of which dN 

which is traveling in the positive 

absorb light of a fre- lv 
quency be tween 

band, then the 

v and v + dv, and dN 

decrease in intensity is 

atoms/crn3 emit in this spectral 2v 

-d(Ivdv) = hv(B12dNlv - BZldEJZv) I V dt 
where, B21 = Einstein coefficient f o r  stimulated 

B12 = Einstein coefficient for stimulated 

(2.4) 

emission 

absorption 

The definition for the velocity of light in a rnedlium i s  

where, v r velocity of light in the medium 

= c/Tl 

with c, the velocity of lighP. in vacuum, and the index of refraction 

for the material. Substitute in (2.4) 
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-d(Ivdv) % ( B  dN - B dN )I dx (2.5) 12 1v 21 2v v 

is given by the 
kV , The absorption coefficient o f  a medium, 

relat 1. on, 
-k x v I (XI = Io e 

V 

hence, 
dI 

.. ..v - 
dx = -kvIv 

dv = kVdv 1 dPV - -  - Iv dx 

By substitution, Equation (2.6) becomes, 

By integrating the absorption, kv, over the absorption line centered 

about Vo, one obtains 
hVon 

- B  N )  (2.11) (B12N1 21 2 kvdv = ---- C i 
where it has been assumed that the frequency does not vary appreciably 

from Vo over the absorbtion line, 

taneous emission A is related to the stimulated transition coefficient 

The Einstein coefficient for spon- 

nm 

by 

and, 

A c3 
3 3 nm B z - ~ , , .  

8ahv n nm 

Then Eauation (2.11) becomes cI 

(2.1.3) 
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From Equation (2.13) ,  a condi t ion  of ampl i f i ca t ion  e x i s t s  provided t h e  

popula t ion  of l e v e l  #2 i s - s u f f i c i e n t l y  g r e a t e r  t han  t h a t  of l e v e l  #l; 

i . e e ,  a cond i t ion  of nega t ive  absorp t ion  e x i s t s .  

Before proceeding, it is necessary t o  de f ine  and d e r i v e  s e v e r a l  

more r e l a t i o n s  f o r  $he absorp t ion  c o e f f i c i e n t .  Represent ku by 

k = Kg(v; u0) (2,141 
V 

where, g(u; v is t h e  normalized, absorp t ion  l ineshape;  i .e.,  
0 

Then, it is found t h a t  
Q) m 

0 o 
Thus, t h e  peak abso rp t ion ,  which occurs  at a frequency of vo is given by, 

W 

6 
For low l e v e l s  of  e x c i t a t i o n ,  Equation (2.13) t a k e s  t h e  form, 

m 

jkudv 0 = I: No 
where, N1 = No 

(2.16) 

with No being t h e  t o t a l  number of atoms p resen t .  

t h e  absorp t ion  l i n e  shape remains t h e  same, i.e., g(v; u ) is indepen- 

dent  of e x c i t a t i o n  l e v e l ,  Equations (2.13, 2.14, and 2.15) may be e m -  

If it is assunied t h a t  

0 

where ko = peak absorp t ion  for low l e v e l s  of e x c i t a t i o n  

k = peak absorp t ion  for high l e v e l s  of e x c i t a t i o n .  m 
If by some means, a mate r i a l  may be placed i n t o  a s t a t e  of nega t ive  

absorp t ion ,  a l i g h t  beam of frequency, v ,  w i l l  grow exponent ia l ly  on 
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pass ing  through t h e  media, accopding t o  t h e  r e l a t i o n ,  

ax I = I  e 
0 

where, 

(2.18) 

a = - k v  

and laser a c t i v i t y  may oceur .  To determine t h e  cond i t ions  under which 

laser a c t i o n  o c c w s 9  cons ide r  a p o s s i b l e  arrangement such  as i l l u s t r a t e d  

i n  F igu re  2.2, The p a r t i a l  r e f l e c t o r  is necessary  i n  order  t o  ob ta in  

an  output  from t h e  l a s e r  and. t o  s u s t a i n  opera t ion .  As a r e s u l t  of bo th  

spontaneous and s t i m u l a t e d  emission, l i g h t  is generated wi th in  t h e  laser 

medium, The l i g h t  which is not  l o s t  through t h e  a i d e s  t r a v e l s  through 

t h e  medium a n d . i s  r e f l e c t e d  back and f o r t h  between tlie r e f l e c t o r s .  I f  

t h e  p a r t i a l  r e f l e c t o r  has  a r e f l e c t a n c e  of r and is Loss- less ,  an  in t en -  

s i t y  of (1-r)  is l o s t  on each r e f l e c t i o n  a t  t h e  p a r t i a l  r e f l e c t o r .  

O s c i l l a t i o n s  are only s u s t a i n e d  provided t h e  energy g a i n  i n  t h e  laser 

medium is equal  t o  or greater than t h e  energy l o s s e s  a t  t h e  p a r t i a l  

r e f l e c t o r ,  There are secondary l o s s e s  which occur bu t  t h e s e  w i l l  be 

neglec ted  i n  t h i s  d i scuss ion .  

On each pass  through t h e  system, shown as t h e  l i g h t  path 1-2-3-4- 

5-6 I 

(2.19) aoGL I = I r e  6 1 

Define a l o s s  c o e f f i c i e n t ,  y ,  as 

y =-pas ( 2  020) 

t hen  

(2.21) '4; = Ile 2&-y 

2aL-y When t h e  f a c t o r  e is greater than  u n i t y ,  t h e  o s c i l l a t i o n s  wi th in  

t h e  c a v i t y  w i l l  i n c r e a s e ;  .and when it is less than  one, they  decay. 

The t h re sho ld  cond i t ion  is, t h e r e f o r e ,  given by 
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T o t a l  
Ref l e c t o r  

-~~ ~ _ _ _ _ _  

Active Medium 

Partial 
Ref 1 e c t o r  

Figure 2.2. Schematic Diagram of Laser. 
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a = - - -  Y (2.22) 2k 

In a three level system 5uch as $he one that is illustrated in 

Figure 2.3, the following system of rate equations are valid (Lengyel, 

1966) 

(a) No = N1 + N + N3 2 

(2.23) 

The W ’ s  tare the probabilities of stimulated transitions, which depend 

on the energy density. The A’s are the probabilities of spontaneous 

transitions, and S is the probability of a radiationless transition, 

Assuiiing a steady sta le  condition, then the time derivatives are 

zero, and 

(2.21) 

Provided, gl = g2+ 

5 2  = B21 

w12 = KI 

and 

If the radiationless transition from level #3 to level #2 occurs much 
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Figure 2.3. Energy Level Diagram of a Three Level 
Laser Mediram. 
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Then, t h e  fo l l swing  r e l a t i o n  may be obta ined ,  

t i o n ,  which completely engu l f s  t h e  laser material, 

%1 
P. c - N2 - 

No w13 + A21 + 2w12 

If t h e  e x c i t a t i o n  i o  considered t o  be 

(2.26) 

i n  t h e  form of blackbody radia- 

g3 
'13 = < B31 ucv13) (2.27) 

13 

,u(v) is given 

where V 

f o r  a ' vacuePm * 

i n  a material 

= energy d e n s i t y  of blackbody r a d i a t i o n  of freqtzeney v13w 

by Plancks l a w ,  

This becomes 

3 u(v) = 
C 

with  index of r e f r a c t i o n  
-? 

and t h i s  r e l a t i o n  becomes 

(2.28) 

(2.29) 

TI. The r e l a t i o n  f o r  B31 is 

According t o  E ua t ion  (2,261, t h e s e  i n e q u a l i t i e s  must exist 

W l ,  
OF - 

w13 ' *2l A2a 
. _  

' i n  order  t o  obtain a populat ion inve r s ion ,  

(2.30) 

(2.31) 

> 1 .  (2.32) 

or l i g h t  ampl i f i ca t ion .  

This condition requires t h a t  
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(2.33) 

which can be solved 

tion is 

for the minimum source temperature T,. The solu- 

- = e  g3A31 hv/kT, - 
glA21 

or 

This is the minimum 

E3 - T =  s (2,341 

temperature of a blackbody that is necessary to 

achieve population inversion. 

neighborhood of 4,000'K. 

For a ruby, this kemperature is in the 

As an illustration of the attainment of laser activity, consider a 

typical ruby laser. 

The main component of the ruby laser is the ruby. 

a small amount of impurity, typically .Os% by weight and usually Cr203. 

The aluminum and oxygen do not participate in the laser activity; only 

the chromium ions are responsible for the laser pulse. The most common 

source of excitation is a light pulse from either a helical, or  a linear 

ilashtube which is filled with some gas with a near continuum of spec- 

tral radiation. The flashtubes are powered by the energy that is 

stored in capacitor banks. 

A typical arrangement is indicated in Figure 2.4. 

This is A1203  with 

The energy level diagram of chromium ions in a ruby host contains 

a three level system that is capable of light amplification. Immedia- 

tely after the inikiation of the excitation pulse, spontaneous radia- 

tion, or  fluorescence, begins and stimulated emission follows in 

approximately 0.5 milliseconds. 

is near 6943 A for chromium impurity in ruby. 

The output froin stimulated emission 
0 
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Figure 2.4, Schematic o f  a Typical Ruby Laser. 

--. 

Partial 
Reflector 



16 

The purpose of t h e  previous s e c t i o n  was t o  provide t h e  background 

and b a s i s  f o r  a q u a l i t a t i v e  d i scuss ion  of t h e  ruby laser system t h a t  

w a s  assembled. It  is not  a gene ra l  survey of lasers. Various a s p e c t s  

of t h e  laser problem, such as  l ine-width,  moding, etc., have n o t  been 

d i scussed  s i n c e  t h e  primary i n t e r e s t  i n  t h e  laser system is as a means 

f o r  ob ta in ing  a s h a r p l y  def ined ,  high power, l i g h t  pu l se ,  For more 

in format ion  on t h e  t o p i c s  which are no t  covered,  t h e  r eade r  is r e f e r r e d  

t o  t h e  r e f e r e n c e s  i n  t h e  b ib l iography.  The next  s e c t i o n  of t h i s  chap- 

ter  d e a l s  wi th  t h e  technique  of q-switching and t h e  f i n a l  s e c t i o n  con- 

c e n t r a t e s  on t h e  p a r t i c u l a r  laser system bfhich has  been cons t ruc t ed .  

&-Switching 

A s  discussed  i n  t h e  prev ious  s e c t i o n ,  t h e  onse t  of laser a c t i v i t y  

depends on t h e  accumulation of s u f f i c i e n t  e x c i t a t i o n  c e n t e r s  i n  t h e  

laser c a v i t y  by t h e  abso rp t ion  of r a d i a t i o n  from t h e  e x c i t a t i o n  sourceo  

Th i s  phenomena is t h e  b a s i s  f o r  a technique  which is termed q-switching, 

With q-switching a w e l l  def ined  pu l se  is a t t a i n e d  from t h e  laser a t  

power l e v e l s  which are cons iderably  l a r g e r  t han  t h o s e  i n  t h e  conven- 

t i o n a l  pulsed opera t ion .  

The output  of a ruby laser,  which is opera ted  i n  t h e  manner t h a t  

is descr ibed  i n  t h e  prev ious  s e c t i o n ,  c o n s i s t s  of i r r e g u l a r l y  spaced,  

high frequency pu l ses .  During e x c i t a t i o n  by t h e  f l a s h t u b e ,  t h e  accum- 

u l a t e d  e x c i t a t i o n  c e n t e r s  a r e  dep le t ed  by t h e  l i g h t  a m p l i f i c a t i s n  pro- 

cess through t h e s e  random l i g h t  p u l s e s  of somewhat v a r i a b l e  i n t e n s i t y .  

These p u l s e s  are des igna ted  as  t h e  r e g u l a r  ope ra t ion  of t h e  laser and 

t h e  v a r i a t i o n  i n  ampli tude of t h e  pu l ses  i n d i c a t e s  t h a t  t h e  pu l se  does 

not  always r e q u i r e  t h e  same accumulation of e x c i t a t i o n  c e n t e r s  i n  order 
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t o  be i n i t i a t e d .  

These randomly spaced p u i s e s  are obtained €or almost t h e  e n t i r e  dura- 

t i o n  of e x c i t a t i o n  o f  t h e  ruby by t h e f l a s h t u b e .  

upper 1 i m i - k  t o  t h e  energy (AE) i n  each of t h e  series of p u l s e s ,  and t h e  

power l e v e l  (AE/At) t h a t  may b e  obtained. 

There is a random mechanism i n  t h e  p u l s e  i n i t i a t i o n .  

There is a rough 

The technique of q-switching c o n s i s t s  of p l a c i n g  a n  abso rbe r ,  whose 

absorbtance may be changed, w i th in  t h e  laser c a v i t y .  If t h e  laser . . .  

c a v i t y  is considered as an a m p l i f i e r  which is tuned t o  resonance, t h e  

e f f e c t  of t h e  absorber  is t o  "spoi l"  t h e  q ,  o r  q u a l i t y ,  of t h i s  c a v i t y .  

Th i s  g i v e s  r ise t o  t h e  t e r n  "q-spoiling", which is sometimes used i n  

l i e u  of "q-switching". 

f o r  q-switches such a s  o p t i c a l l y  a c t i v e  dyes,  Kerr cel ls ,  t h i n  metallic 

f i l m s ,  and t h i n  o p t i c a l l y  a c t i v e  f i l m s .  

Various types  of abso rbe r s  have been employed. 

A t  a c e r t a i n  i n s t a n t  du r ing  t h e  e x c i t a t i o n ,  t h e  q-switch is made 

t r a n s p a r e n t ,  o r  n e a r l y  s o ,  which a l lows  t h e  laser c a v i t y  t o  achieve a 

nega t ive  abso rp t ion ,  o r  a s ta te  of  a m p l i f i c a t i o n .  On a microscopic 

scale, t h e  effect  of t h e  q-switch is t o  prevent  t h e  d e p l e t i o n  of e x c i t e d  

s t a t e s  by s t i m u l a t e d  emission. 

t o  accumulate e x c i t a t i o n ,  and t o  a t t a i n  a high level of populat ion in-  

ve r s ion .  This  r e s u l t s ' i n  a g r e a t l y  increased c o e f f i c i e n t  of amplif ica-  

t i o n .  

i n v e r s i o n  is r a p i d l y  dep le t ed  by s t i m u l a t e d  emission, which produces 

t h e  g i a n t  laser pu l se ,  

Th i s  permits  t h e  laser medium t o  cont inue 

When t h e  a b s o r p t i o n  by t h e  q-switch is removed, t h e  populat ion 

A t  some la ter  p o i n t  i n  t i m e ,  t h e  q-switch aga in  becomes absorb- 

t i v e  and t h i s  l e a d s  t o  t h e  t e rmina t ion  of  t h e  laser pulse.  The dura- 

t i o n  of t h e  q-switched p u l s e 9  commonly termed a g i a n t  pu l se ,  is c o n t r o l -  

lable  by t h e  q-switch, By only pe rmi t t i ng  laser a c t i v i t y  f o r  a small 
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time, At, the power, level of the output (AE/'At) is greatly enhanced oyer 

the level obtained by copventional operation. The total energy output, 

however, is reduced by q-switching. 

A relative comparison of the q-switched arid the conventional out- 

put is illustrated in Figure 2,5 (Lengyel, 1966). 

Analysis of the Twin Ruby Laser 

The preceding sections provide the reader with a review of the 

fundamental principles of the laser. The theoretical description of 

more sophisticated laser systems is a very complex problem and is beyond 

the scope of this thesis, For this reason, no attempt is made to pro- 

vide a quantitative, theoretical analysis of the twin ruby laser system; 

instead, a qualitative discussion of the system is given in this section, 

The description of a typical, twin ruby laser is readily started 

with descriptions of each item in the assembly. The necessary compon- 

ents consist of two flashtubes, two rubies, a q-switch and a partial 

reflector.. The arrangement of these components is indicated by the 

sketch in Figure 2,6. 

The assembly is terminated by Q partial reflector which is one side of 

an optical flat. The rubies are 0 .5  inches in diameter and 6.0 inches 

long. 

serves as the total reflector in the cavity. The other end of the rod 

is faced at Brewster's angle for ruby. The q-switch consists of a 

quartz cell which is filled with cryptocyanine, an optically active dye. 

Ruby #2 has one end cut at Brewster's angle and the other end is 

polished to a plane surface. 

The two ruby rods are separated by a q-switch, 

Ruby fl has one end cut to form a totally reflecting prism which 

An optical flat serves as the output 
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Figure 2.5. Comparison of Q-Switched and 
Conventional Laser Outputs. 
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Figure 2.6, Twin Ruby Laser System. 
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r e f l e c t o r  f o r  t h e  twin r o d  c a v i t y .  Each o p t i c a l  s u r f a c e  is f l a t  t o  

19 
- wavelength. 

When t h e  f l a s h t u b e s  are discharged,  populat ion inve r s ion  and spon- 

taneous emission begin t o  occur i n  t h e  r u b i e s .  I n  order  f o r  s t i m u l a t e d  

emission t o  occur,  however, s u f f i c i e n t  energy must be r e f l e c t e d  back 

and f o r t h  w i t h i n  t h e  ruby rods.  

which is h igh ly  a b s o r b t i v e  a t   OW l i g h t  i n t e n s i t i e s .  Th i s  pe rmi t s  t h e  

ruby r o d s  t o  a t t a i n  a l a r g e  populat ion inve r s ion .  A s  t h e  i n v e r s i o n  

i n c r e a s e s ,  t h e  f l u o r e s c e n t  l i g h t  which is i n c i d e n t  on t h e  q-switch 

i n c r e a s e s  i n  i n t e n s i t y .  A t  a c e r t a i n  i n t e n s i t y  l e v e l ,  t h e  absorbing 

c e n t e r s  i n  t h e  q-switch become s a t u r a t e d  s o  t h e  abso rb t ion  drops t o  

T h i s  is prevented by t h e  q-switch 

zero.  

rods ,  g iv ing  r ise t o  s t i m u l a t e d  enlission. Because of  t h e  h ighe r  ref lec-  

This  a l lows  t h e  l i g h t  t o  b e  r e f l e c t e d  back and f o r t h  w i t h i n  t h e  

t a n c e  of  t h e  t o t a l l y  r e f l e c t i n g  prism, t h e  c a v i t y  formed by t h e  #1 r o d  

and t h e  s h u t t e r  ce l l  has  a g r e a t e r  e f f i c i e n c y  t h a n  t h e  c a v i t y  of #2 rod ,  

If both r o d s  are i n  a s t a t e  of populat ion inve r s ion ,  t h e  p u l s e  w i l l  

o r i g i n a t e  i n  r o d  #1 and w i l l  be ampl i f i ed  on pass ing  through t h e  second 

rod.  A s  t h e  populat ion inve r s ion  is reduced by t h e  process  of stimu- 

l a t e d  emission, t h e  l i g h t  i n t e n s i t y  i n c i d e n t  on t h e  q-switch is de- 

creased.  A t  a c e r t a i n  i n t e n s i t y  l e v e l ,  t h e  q-switch w i l l  a g a i n  become 

a b s o r b t i v e ,  which t e r m i n a t e s  t h e  laser pulse .  

If t h e  q-switch is no t  f i l l e d  with cryptocyanine b u t  is l e f t  i n  

t h e  c a v i t y ,  t h e  laser  o p e r a t e s  i n  t h e  convent ional  sense.  I n  t h i s  

case, t h e  output  w i l l  aga in  o r i g i n a t e  from t h e  #1 rod  because of t h e  

higher  r e f l e c t a n c e s  of t h e  f i r s t  c a v i t y .  Th i s  p u l s a t i n g  output  w i l l  be  

ampl i f i ed  on pass ing  through t h e  second rod.  For t h i s  r eason ,  t h e  

f i r s t  ruby rod  w i l l ,  i n  t h e  remaining s e c t i o n s ,  sometinies be r e f e r r e d  
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t o  as the  generating sod and t h e  second rod w i l l  be referred t o  as 

the  amplifier. 



CHAPTER I11 

LASER DESIGN AND CONSTRUCTION 

The design of $he laser was based on the following criteria: 

1. An output level which is in the order of 0.1 gigawatt. 

2. A design which is compatible with the instrumentation 

presently employed in a light gas gun that is employed 

for particle impact studies. 

The first requirement limits the choice of the laser medium and 

the pumping geometry. 

tions on the mechanical configuration of the system. The system, as it 

has been constructed, is described in the succeeding sections in rela- 

tion to these two requirements and to the theory that is presented in 

the previous chapter. 

The second requirement results in some restric- 

Laser Cavity 

In order to achieve the power and the energy levela'that are re- 

quired for the laser beam impact experiments, a q-switched ruby laser 

system with two rods in a generator-amplifier configuration w a s  used. 

With this system, additional amplifier stages may be added if they 

become necessary. In addition, the system may be used in either a 

q-switched, or a conventional mode. 

The laser rods were supplied by Linde Corporation, They have a 

chromium dopant Bevel- of 0,05% and have a matte finish on the barrel 

23 
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of the rod, 

radians, or less, 

and amplifying rods, their mating faces have been cut at Brewster's 

angle for ruby. This enhances one polarization in the laser output and 

suppresses the other polarizations. 

and the other optical elements within the laser cavity is shown in 

Figure 2.6.  

The beam divergence of the rods is specified as 0.5 milli- 

In order to optimize coupling between the generating 

The arrangement of the ruby rods 

The ruby rod that is employed as a generator is 0.5 inches in dia- 

meter and 6 inches in length, 

prism cut on one end, and the other is polished to the Brevster's angle. 

It has a total internally-reflecting 

The amplifier, ruby rod is also 0.5 inches in diameter and 6 inches 

long. One end is faced at Brewster's angle and the other, the output 

surface, is polished optically flat. 

The other two elements in the laser cavity are a passive q-switch 

and an optical flat. 

polished to a tolerance of 1/10& and cemented paralled to each other at 

a separation of 1.Q mn. 

which is a solution of cryptocyanine in methanol (ICaflas, Masters, and 

Murray, 1964). 

reached, this dye remains absorbtive and prevents the cavity oscilla- 

tion which is necessary for laser action. When the critical intensity 

The q-switch consists of twin quartz optical flats, 

The cell is filled with an optically active dye, 

Until a predetermined intensity of light level is 

is attained, the dye beccmes transparent and the laser pulse is emitted. 

The optical flat is 2.5 inches in diameter and serves as a partially 

reflecting suface, 8%, which is required for laser action. 

flat also serves as a window to the evacuated target enclosure. 

This optical 



25 

Laser Exci ta t ion :  

The two laser r o d s  are e x c i t e d ,  or o p t i c a l l y  pumped, by means of 

two, h e l i c a l ,  xenon f l a s h t u b e s ,  These f l a s h t u b e s  ope ra t e  from twin ,  

energy-storage c a p a c i t o r  banks, with each having a c a p a b i l i t y  of 26 

k i l o j o u l e s  a t  10,080 v o l t s .  Helical f l a s h t u b e s  were chosen t o  ob ta in  

a uniform d i s t r i b u t i o n  of t h e  e x c i t e d  l e v e l s  a c r o s s  t h e  c ros s - sec t ion  

of t h e  r u b i e s ,  Linear f l a s h t a b e s  g i v e i a  h igher  e f f i c i e n c y  between t h e  

energy i n t o  t h e  f l a s h  and t h e  energy i n  t h e  g i a n t  pu lse  bu t  t hey  do not  

g ive  a uniform e x c i t a l i o n  a c r o s s  t h e  g ross - sec t ion  of t h e  ruby. I f  t h e  

more e f f i c i e n t ,  s t r a i g h t  f l a s h t u b e s  were employed, a m u l t i - e l l i p t i c a l  

enc losure  would be r equ i r ed  i n  order  t o  focus  t h e  image of t h e  f l a s h  

i n t o  t h e  r eg ion  near  t h e  a x i s  of t h e  ruby. S ince  t h e  diameter  of t h e  

luminous d i scha rge  i n  t h e  f l a s h t u b e  is smal le r  t han  t h e  diameter  of t h e  

ruby, t h e  focused images of t h e  f l a s h t u b e s  would no t  cover t h e  e n t i r e  

c ros s - sec t ion  of t h e  ruby bu t  only a reg ion  near  t h e  a x i s .  The remainder 

t o  t h e  ruby would be i l l umina ted  by t h e  less i n t e n s e  l i g h t  t h a t  converges 

from t h e  s u r f a c e  of t h e  ruby t o  t h e  image t h a t  is near t h e  axi?. The 

choice  of h e l i c a l  f l a s h t u b e s  a l s o  s i m p l i f i e s  t h e  design of t h e  f l a s h t u b e  

enc losures .  

Each laser rod is f i t t e d  i n t o  a p r o t e c t i v e  glass s l e e v e  and is in-  

s e r t e d  i n  t h e  h e l i c a l  f l a sh tube .  Th i s  mounting is i l l u s t r a t e d  by t h e  

cut-away drawing i n  F igure  3.1. Each f l a s h t u b e  is contained i n  a re- 

f l e c t i n g  enc losure  which is coated  wi th  magnesium oxide t o  maximize 

o p t i c a l  coupl ing between t h e  rod and t h e  f l a s h t u b e .  The mechanical 

design of t h e s e  f l a s h t u b e  enc losu res  is discussed  i n  more d e t a i l  i n  t h e  

s e c t i o n  which d e s c r i b e s  t h e  alignment of t h e  o p t i c a l  elements which 

compose t h e  l a s e r  c a v i t y .  
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Figure 3.1 e Flashtube Enclosure, 
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Each xenon flashtube is powered by a capacitor bank which stores 

26 kilojoules at 10,000 volts. In order to obtain optimum optical pump- 

ing of the laser rod@, the capacitor bank must discharge through the 
J 

flashtube in a few milliseconds, The discharge circuit is a simple RLC 

series circuit, The resistance in the circuit is the flashtube resis- 

tance, nominally about 4..0 ohms. The circuit inductance is 80.0 micro- 

henries and is due to the ballast inductor that is employed to shape 

5 

the discharge. The capacitance is that of the storage banks, or 540,O 

mircofarads. With these circuit values, the discharge current may be 

calculated as is indicdted on the following pages. 

The discharge obeys Equation(3,1), where 4 is the charge on the 

capacitor , 
0 

L 2 + R % + : : O  
dt 

(3.1) 

This equation has the solution, 

Apply the boundary conditions, i.e., at t = 0, 

2 = C V  = A  + A  90 0 1  

and =O, which means that, 
dt t=O 

(3 .3)  

= 0 (3.4) 

Solve these two equations f o r  A and A2, 1 
/ 

A =  1 (3.5) 
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A2 

These become 

and 

J -  

- - - )  R2 1 
2 LC 41, __ A2 = 

cvo 

z 

I n s e r t  t h e  va lues  f o r  t h i s  equipment, 

L = 80 ph 

(3.6) 

(3.9) 

henee, 

and 

A2 = 1.0096 CVo (3.11) 

The v o l t a g e  on t h e  capac i to r  bank is given by, 

and is p l o t t e d  i n  F igure  3.2, 

d i s s i p a t e d  i n  t h e  flash-tube a s  a func t ion  of t i m e  are c a l c u l a t e d  below, 

The f l a s h t u b e  c u r r e n t  and t h e  power 
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F igu re  3.2. Capacitor Bank Voltage as a Function 
' of Time. 
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'€1 - - 3 d t  R = RIfl (3.13) 

or 
4 

(3,151 -543x10 t -5OOt) Ifl = ,256 (e - 8  

Vfl = 1.024 (e - e  

0 

4 
(3.16) -5e3~10 t -500tj (volts) 

0 

and finally 
4 -5.3~18 t -500t 2 2 Pfl = IflVfl = .262 ( e  - e  ) Vo. (watts) (3.17) 

EQuations (3.15) and (3.1'7) are displayed graphically in Figures 3.3 and 

3.4, respectively. 

Assume the  flashtube t o  be a blackbody which radiates power a t  the 

same rate at which electrical power is supplied; then 

'rad = power radiated = .AT4 (3.18) 

2 where A = flashtube surface area Z ,130 m 

Use Pfl from Quation (3.1'71, 

Prad = OAT 4 = Pfl 

or 
4 -5.3~10 t -5OQt 2 2 

) vo GAT4 = ,262 (e - e  

then 
.262 ' (,-5.3x10 4 t -500t)1/2 'lz 

T =  - - e  uA 0 

(3.19) 

(3.20) 

Equation (3.20)is shown graphically in Figure 3.5, for;. two values of V , 

Reference t o  Equation (2.34)) shows that the flashtube pulse is suffi- 

cieplt for laser aetivily. 

0 

As a consequence of limited floor space and as an added safety 

factor, the energy storage banks were suspended from the ceiling. They 
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Figure 3,X. Flashtube Current as a Function of Time, 
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Figure 3.4. Flashtube Power as a Function of Time,  
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---+J--- Vo = 7,000 v o l t s  

Time ( m i  1 l iseconds) 

Figure 3,5, Flashtube Blackbody Temperature as  a Function 
of Time.  
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are seen  i n  t h e  photograph of t h e  system i n  F igu re  3.7. 

charged by a 10,000 v o l t ,  DC power supply which is a v a i l a b l e  i n  t h e  labo- 

r a t o r y ,  

so they may be charged s imultaneously,  with a charging time of 30 minutes. 

Th i s  i n s u r e s  t h a t  both banks w i l l  d i s cha rge  i n  t h e  event of a f a i l u r e .  

The banks are 

The twin banks are connected i n  a s e r i e s - p a r a l l e l  arrangement 

Because of t h e  n a t u r e  of  t h e  xenon f l a s h t u b e s ,  t h e  banlcs are f i r e d  

by means of 50:l p u l s e  t r ans fo rmers  which are supp l i ed  by K e m l i t e  Cor- 

po ra t ion .  The f l a s h t u b e s  are, i n  essence,  s p a r k  gaps which are capable  

of withstanding 10,000 v o l t s .  They are f i r e d  by means of a t r i g g e r  p u l s e  

through t h e  p r imar i e s  of t h e  two paral le l -connected pu l se  t ransformers .  

The v o l t a g e  which is induced i n  t h e  secondsry of each pu l se  t ransformer 

is a p p l i e d  t o  a t r i g g e r  lead.  T h i s  l e a d  is a s i n g l e  t u r n  of molybdenum 

w i r e  around t h e  f l a s h t u b e .  Th i s  p u l s e  i n i t i a t e s  an arc wi th in  t h e  

f l a s h t u b e  which is s u s t a i n e d  between t h e  e l e c t r o d e s  by t h e  c a p a c i t o r  

bank. The parallel connect ion of t h e  pu l se  t ransformer p r imar i e s  w a s  

t o  provide simultaneous pu l s ing  of t h e  f l a s h t u b e s .  The complete elec- 

t r ica l  c i r c u i t r y  is shown i n  t h e  schematic of F igu re  3.6. 

Laser Alignment 

The elements i n  t h e  laser c a v i t y ,  i e e e 9  t h e  two ruby rodsg .q-switch . e. 
d.? 

and output  f l a t ,  must be c a r e f u l l y  a l igned .  The t o l e r a n c e  f o r  t h i s  

aliganrent is determined by t h e  beam divergence of t h e  ruby rods. For 

t h e  a v a i l a b l e  components t h i s  t o l e r a n c e  is 0.5 m i l l i r a d i a n s  o r  0.03 

degreeso  Since it w a s  a c c e s s i b l e ,  t h e  plane output  s u r f a c e  of t h e  ampli- 

f y i n g  rod w a s  taken as  t h e  r e f e r e n c e  and t h e  o t h e r  elements were a l i g n e d  

with t h i s  s u r f a c e .  The alignment was accomplished by adjustment of 
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d i f f e r e n t i a l  screws and was monitored by o p t i c a l  methods, The alignment 

mechanisms and t h e  o p t i c a i  checks are descr ibed i n  t h i s  s e c t i o n ,  

I n  order  t o  o b t a i n  as  much r e l a t i v e  s t a b i l i t y  between t h e  compon- 

ents  as is p o s s i b l e ,  a l l  items f o r  t h e  twin ruby laser are mounted with 

r e s p e c t  t o  a heavy r e f e r e n c e  p l a t e ,  o r  platform. Only one component, 

t h e  " .par t ia l  r e? rec to r "  i n  t h e  ske tch ,  Figure 2,6, is n o t  a t t a c h e d  

d i r e c t l y  t o  t h i s  platform,  The platform is supported on t h r e e  l e g s  i n  

order  t o  o b t a i n  clear space above and below it f o r  a t t a c h i n g  t h e  com- 

ponents,  The arrangement is i n d i c a t e d  by t h e  photograph i n  F igu re  3,7,  

The amplifying rod enc losu re  is suspended below t h i s  platform and is 

mounted i n  a f i x e d  p o s i t i o n  without  adjustments ,  The s h u t t e r  cel l  is 

contained i n  an a d j u s t a b l e  mounting which is mounted i n  an enc losu re  

a t o p  t h i s  platform.  

s h u t t e r  c e l l  enclosure through a system of d i f f e r e n t i a l  screws and ad- 

justment pads. F i n a l l y ,  t h e  o p t i c a l  f l a t  is coqtained i n  a mount t h a t  

is suspended beneath t h e  a m p l i f i e r  module by t h r e e  d i f f e r e n t i a l  screws. 

Since t h e  p o s i t i o n  of t h e  f l a t  must be  a d j u s t a b l e  and s i n c e  it serves 

as  a window t o  t h e  evacuated t a r g e t  enclosure,  it is coupled t o  t h e  

t a r g e t  enc losu re  by means of a bellows. 

The gene ra t ing  rod enc losu re  is mounted a t o p  t h e  

I n  order  t o  s i m p l i f y  t h e  d e s c r i p t i o n  of t h e  va r ious  adjustments  

and t h e i r  func t ion ,  t h e  alignment procedure is descr ibed i n  t h e  s t e p  by 

s t e p  procedure by which it is a c t u a l l y  accomplished i n  p r a c t i c e ,  Sev- 

eral  methods of checking t h e  alignment of t h e  v a r i o u s  o p t i c a l  elements 

have been employed, A l l  of t h e s e  employ auto-col l imat ion o r  auto-  

r e f l e c t i o n  as a means of checking t h e  alignment,  The fol lowing discus-  

s i o n  d e s c r i b e s  one of t h e s e  methods and s e r v e s  t o  i l l u s t r a t e  t h e  



38 

principles that are employed in the alignment procedure. 

the alignment process are'summarized below, 

The steps in 

1. Alignment of a collimated beam normal to the plane output 

surf ace. 

Alignment of the generating rod within the beam path of the 

amplifying rod.  

2, 

3. Installation and alignment of the shutter cell between the 

two rods. 

4. Alignment of the optical flat, 

In the first step, a parallel beam of light is obtained by use of a 

point surface lamp and a plano-convex lens, or  by means of a gas laser, 

This beam is incident on a beam splitter which divides the beam into 

two mutually perpendicular componentsI One component is projected past 

a reticle and onto the plane output surface. Here it is reflected back 

past the reticle and onto a ground glass  plate. 

cally in Figure 3.8. 

This is shown schemati- 

Two images of the reticle will appear on the ground glass plate. 

By adjustment of the beam splitter, these images can be made to coincide, 

When this occtirs, the beam is normal to the output surface of the ampli- 

fying rod. 

The accuracy of the adjustment outlined above, as well as the 

alignment accuracy of the other elements, depends on the accuracy of 

the auto-collimating system shown in Figure 3.8. The resolution of 

the auto-collimating system can be estimated in the following way. 

Define the constants, 

d =: optical path, distance from the reticle to the 

ground glass. 
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e = thichsss of re$icle wire. 

Iesert the values for these constant, d E; 20 cma and s F 1 mil, 

mil visual resolution is assumed, 

If 1 

1 mil = d O  

where @is the accuracy sf angular alignment, or 

O =  0,1 milliradian 

which is well withip the tolerance o f  beam divergence, 

elements, the optical path io greater, and the accuracy of alignmen-k is 

much better. 

For the other 

The next step in the alignment procedure, is the positioning of 

the generating rod in the  beam that is projected through the amplifying 

rod. The auto-collimation set-up for this adjustment is the same that 

is shown in Figure 3.8, The beam of light,which carries the image of 

the reticle, is normally incident on the amplifying rod, projected 

through it and into the generating rodo At the to$ally internallly 

reflecting prism a t  the end of the generating rod, the  beam is reflected 

back through the t ~ o  ruby I T O ~ S ,  past the reticle and viewed at the ground 

glass p l a t e ,  

justment of a series of differential ~icrew~;,, 

The two images of the reticle are made cp-linear by ad- 

All of the differential  crews that are mentioned in this chapter 

are a combinstion of 1/2-28 and 3/8-27 threads. With this combination, 

a movq?mgn$ of 8, B inch ie cchievod. In all of t h e  situations where 

differential screws are used, a eaneilever ~~~~~~~~~~~ is utilized. 

This cantilever arrangement insures a minimum of backlash in the adjust- 

ments* A mctioned drawing of a typical differential screw is presented 

in Figure 3.9. 
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Figure 3.9. Differential Screw, 
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S i n c e  t h e  ampl i fy ing  rod is f i x e d ,  t h e  gene ra t ing  rod enc losu re  

must be capable  of r o t a t i o n  about  t h e  v e r t i c a l  and h o r i z o n t a l  a x i s ,  

and a l s o  of t r a n s v e r s e  motion i n  two d i r e c t i o n s .  The r o t a t i o n  about 

t b e  ver t ical  axis  is accomplished by movement of an  arm t h a t  is con- 

nected t o  t h e  gene ra t ing  rod ho lde r ,  

h o r i z o n t a l  p lane  are made by a series of adjus tments  t o  t h r e e  d i f f e r e n -  

t i a l  screws. These screw& are threaded  through t h e  base of t h e  genera- 

The r o t a t i o n s  about  axes i n  t h e  

t i ng  rod enc losure  and i n t o  a t r a n s v e r s e  adjustment  block. 

be noted t h a t  t h e  he igh t  of t h e  gene ra t ing  rod  enc losu re  can also be 

changed by means of t h e s e  t h r e e  screws. 

c o n t r o l l e d  by means of €OW d i f f e r e n t i a l  screws, two f o r  each degree of 

It should 

The t r a n s v e r s e  movements are 

freedom. 

t h e  p la t form,  and t h e  screws are th readed  i n t o  an L-shaped block.  Th i s  

provides  one degree of freedom. The o the r  movement is made by means of 

two ECFBWG t h  t are threaded through t h e  o the r  leg of t h e  L and i n t o  

t h e  t r a n s v e r s e  adjustment  block t o  which the  gene ra t ing  rod enc losu re  

is a t t a c h e d .  Both fhe L and t h e  base are mounted on hardened steel 

Two screws are threaded through a block which is secured t o  

b a l l s  t o  reduce f r i c t i o n ,  These adjustinento rare depic ted  i n  F igure  3.10. 

The t h i r d  s t e p  i n  t h e  alignment procedure is t o  a d j u s t  t h e  s h u t t e r  

cel l  in order  t o  make it normal t o  t h e  beam betwefen t h e  two rods. The 

o p t i c a l  check of F igure  3.8 is also employed f o r  t h i s  s t e p ,  

4 h u t t e r  cel l ,  which is conta ined  i n  an a d j u s t a b l e  mount, is i n s e r t e d  

i n t o  its housing between t h e  two rods. 

misalignment i n  the s h u t t e r  cell. is de tec t ed  by observing t h e  r e t i c l e  

images on t h e  ground glass p l a t e .  

adjustment of t h e  twin d i f f e r e n t i a l  screws which push a g a i n s t  a p ivo t  

The 

Since t h e  rods are a l i g n e d ,  any 

The images are made co - l inea r  by 
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Figure 3,10. Generating Rod Adjustments. 
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armo This cantilever arrangement and shutter cell mount is shown in 

Figwe 3.13. 

The final step in alignment i@ the adjustment of the optical flat 

in order t o  make it parallel to the output surface of the amplifying 

rod. This alignment is made by adjustment of the three differential 

screws which attach the  optical flat mount to the amplifying rod 

enclosure. 

Target Enc 1 Qsur e 

The target in the'initial experiments was aluminum in the shape of 

a disk with varying thicknesseso 

enclosure which also contains a plano-convex lens to focus the laser 

beam, and a "rat's n e ~ A  calorimeter" to monitor beam energy. 

enclosure allso contains a phototube t o  monitor the beam intensity as a 

function of time. 

This target is mounted in an evacuated 

The target 

The vacuum system is fabricated of steel and is nickel plated to 

prevent corrosion. 

pump, backed by a roughing pump, In addition, a c o l d  trap is provided 

for high vacuum operation, The vacum system, beam monitoring appara- 

tus, and ltarget are illustrated in the cut-away drawing of Figure 3.12. 

The vacuum system is designed to be mated with a vacuum ultra- 

The system is pumped by means of a 6-inch diffusion 

violet spectrograph that is available in the laboratory by means of a 

coupling port at the level. of the target. 

be used for photographic studies of  the plasma which is associated with 

laser beam impact. 

This coupling port may also 
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Figure 3.11. Shutter Cell1 Mount and Adjustments. 
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Figure 3.12. Cut-Away Drawing of Target Enclosure. 



CHAPTER I V  

INSTRUMENTATION FOR EXPERIMENTS 

A t  t h e  p re sen t  time, t h e  in s t rumen ta t ion  f o r  t h e  laser f a c i l i t y  

c o n s i s t s  of a beam monitoring device and a vacuum u l t r a v i o l e t  spec t ro -  

graph. Time exposure photographs are t o  be  obtained of t h e  plasma 

t h a t  is e j e c t e d  by t h e  target as  a r e s u l t  of t h e  laser beam impact. 

Fu tu re  s t u d i e s ,  which are now i n  v a r i o u s  stages of planning and con- 

s t r u c t i o n ,  are t o  u t i l i z e a  quadrupole mass f i l t e r  and poss ib ly  a 

gas  laser appa ra tus  t o  measure e l e c t r o n  dens i ty .  I n  a d d i t i o n ,  t h e  

target deformation may be i n v e s t i g a t e d  by a metallograph which is a v a i l -  

a b l e  i n  t h e  l abora to ry .  Some of t h e s e  dev ices ,  and t h e  experiments f o r  

which they  are  planned, are desc r ibed  i n  t h i s  chap te r .  

Beam Monitoring 

In  order  t o  e v a l u a t e  t h e  laser system and t o  f a c i l i t a t e  f u t u r e  

e x p e r i m e n t s , i t  is necessary t o  o b t a i n  some information about t h e  laser 

output  as  a f u n c t i o n  of t i m e ,  and its dependence on s e v e r a l  system 

parameters.  I n  o rde r  t o  o b t a i n  t h e s e  measurements, a beam monitoring 

device has  been conktructed.  The device c o n s i s t s  of a phototube, two 

\ 

p a r t i a l  r e f l e c t o r s ,  and a r a t ' s  n e s t  ca lo r ime te r  (Baker, 1963). The 

e n t i r e  package is contained i n  t h e  t a r g e t  enc losu re ,  

The laser beam is i n c i d e n t  on p a r t i a l  r e f l e c t o r ,  f l ,  which is sh.own 

i n  Figure 4.1, a t  near  normal incidence.  Approximately 8% of t h e  

47 
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Figure 4 , f .  Rat's Nest Calorimeter and Phototube 
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i n c i d e n t  beam is r e f l e c t e d  onto t h e  glass p l a t e  ( p a r t i a l  r e f l e c t o r  #2) 

which is i n  f r o n t  of t h e  a c t i v e  arm of t h e  ra t ' s  n e s t  ca lo r ime te r .  O f  

t h e  i n c i d e n t  l i g h t  on t h i s  second glass p l a t e ,  92% enters  t h e  c a l o r i -  

meter, and t h e  remaining 8% is r e f l e c t e d  i n t o  t h e  phototube. 

laser beam has an i n t e n s i t y  I ( t >  a t  a t i m e ,  t ,  t h e  i n t e n s i t y  i n t o  t h e  

r a t ' s  n e s t  ca lo r ime te r  is 0.074 I S i m i l a r i l y ,  t h e  l i g h t  i n c i d e n t  on 

t h e  phototube is 0.0064 I The phototube provides  a trace of t h e  laser 

output  as  a func t ion  of t i m e  on a n  osc i l l o scope .  A Tek t ron ic s  Model 

519 o s c i l l o s c o p e  is a v a i l a b l e  t o  provide a very s h o r t  t i m e  r e s o l u t i o n  

i f  it is requ i r ed .  

If t h e  

0 

0' 

0' 

The r a t ' s  n e s t  ca lo r ime te r  provides  a means of determining t h e  

t o t a l  energy t h a t  is emit ted by t h e  laser. I t  is composed of  two arms, 

a n  a c t i v e  arm and a r e f e r e n c e  arm, 

t h e  r e f e r e n c e  arm r e c e i v e s  none of t h e  laser output .  Both arms are con- 

t a i n e d  wi th in  t h e  t a r g e t  enclosure t o  i n s u r e  t h e  same environment, 

Each arm of t h e  r a t ' s  n e s t  ca lo r ime te r  c o n s i s t s  of a l a r g e  l eng th  of 

small gauge, enameled copper w i r e  which is s t u f f e d  a t  random i n t o  a 

small beaker t o  which a r e f l e c t i n g  c o a t i n g  of MgQ has been a p p l i e d ,  

Th i s  c o a t i n g  minimizes l o s s e s  i n  t h e  a c t i v e  arm and p reven t s  l i g h t  from 

e n t e r i n g  t h e  i n a c t i v e  arm. When l i g h t  e n t e r s  t h e  a c t i v e  arm, it is 

absorbed by t h e  copper w i r e ,  thereby r a i s i n g  its temperature.  A s  a 

The two arms are i d e n t i c a l  except 

,consequence, t h e  t o t a l  r e s i s t a n c e  of t h e  a r m  i n c r e a s e s .  T h i s  r e s i s t a n c e  

change is measured by means of t h e  b r idge  c i r c u i t  t h a t  is i l l u s t r a t e d  

i n  F i g u r e  4.2. The r e l a t i o n  between t h e  change of r e s i s t a n c e  and t h e  

absorbed energy is developed i n  t h e  fol lowing paragraphs f o r  t h e  p a r t i -  

c u l a r  parameters of t h i s  ca lo r ime te r .  
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Figure 4.2. Calorimeter Bridge Circuit. 



Take t h e  resistance of t h e  a c t i v e  arm t o  be Ro befo re  t h e  laser 

pulse  is i n c i d e n t ,  t hen  t h e  r e s i s t a n c e  change is 

(R - RO) = ROa ( T  - To) (4.1) 

where 

ci = thermal c o e f f i c i e n t  of r e s i s t i v i t y  

R o ' =  i n i t i a l  r e s i s t a n c e  

R = f i n a l  r e s i s t a n c e  

To = i n i t i a l  temeprature  

T = f i n a l  temperature 

The temperature  change is r e l a t e d  t o  t h e  energy, E,  t h a t . i s  absorbed by 

t h e  ca lo r ime te r  by t h e  r e l a t i o n ,  

E = MC (T - TO' 
where 

M = mass of ac t ive  arm 

c = s p e c i f i c  h e a t  of t h e  active arm. 

Combine t h e s e  t w o  r e l a t i o n s  i n t o  

Roa E 

R - R o =  Mc 0 

(4.2) 

(4.3) 

Denote ro as t h e  r e s i s t a n c e / u n i t  l eng th  and m as  t h e  m a s d u n i t  l eng th ,  

t hen  

0 RO r 
m - M  a 

P - -  (4.4) 

The product ,  mc, f o r  t h e  a c t i v e  arm is a c t u a l l y  t h e  sum of m c  f o r  t h e  

copper wire and m c  f o r  t h e  i n s u l a t i a n ,  

mc = (me)wire + (mc)insulation ., (4.5) 

Hence, Equation (4.3) becomes 
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( R  - Ro) [(mc)wire + (mc) i n s u l a t i o n  1 
E =  

'0 a 

For #36 copper w i r e ,  t h e  numerical cons t an t s  are 

0.432 !2/ft. '0 = 

= O.O039/OC 

-3 in = 1.385~10 gm/ft i n s u l a t i o n  

m copper 
-3 = 3 6 . 0 ~ 1 0  gm/ft 

C = 0.40 cal/gm-'K i n s u l a t i o n  

C = 0.092 cal/gm-'K copper 

With t h e s e  va lues ,  t h e  r e l a t i o n  is, 

E = 2,30 ( R  - Ro) cal/S2 (4.8) 

o r  

E = 9,61 ( R  - Ro) j o u l e s h .  (4*9)  

This  is a r e l a t i o n  f o r  E, t h e  energy which e n t e r s  t h e  c a l o r i m e t e r ,  and 

it must be modified t o  f i n d  a r e l a t i o n  between E and t h e  t o t a l  laser 

beam energy, Eo" The energy i n c i d e n t  on t h e  ca lo r ime te r  is 

E = 0.074 E (4,101 0' 

Of t h i s  energy, 18% is backsea t t e red  by t h e  w i r e  i n  t h e  ca lo r ime te r  

(Baker, 1963);  s o  

E = 0.061 Eo. (4 , lP)  

By comparison with Eauat ion (4.91, t h e  r e l a t i o n  reduces  t o  

E' - 157.5 ( R  - Ro) j o u l e s h .  (4,121 0 -  

The r e s i s t a n c e  c h a n g e i s  measured by means of t h e  b r idge  cir- 

c u i t  i n  F igure  4.2. 

r e s i s t a n c e  i n t o  t h e  a c t i v e  arm of t h e  b r idge  and by observing t h e  

galvanometer def lec t ion . ,  The microammeter i n  t h e  c i r c u i t  s e r v e s  as a 

C a l i b r a t i o n  is accomplished by swi tch ing  a known 
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means of determining t h e  coa r se  balance of t h e  br idge ,  be fo re  t h e  galvano- 

meter is introduced i n t o  t h e  c i r cu i t .  

On t h e  most s e n s i t i v e  scale, t h e  galvanometer d e f l e c t i o n  is typ- 

, i c a l l y  50 mm/O.lsZ. A d e f l e c t i o n  of 1 mm is e a s i l y  de t ec t ed ;  hence, t h e  

s e n s i t i v i t y  is approximately 

s = 1 mm/0.002$2, (4.13) 

EO o r  i n  terms of t o t a l  beam energy,  

S = 1 mm/0.3 j ou le s .  (4.14) 

The r e l a t i v e  i n t e n s i t y  is obta ined  as a func t ion  of time by means 

of t h e  phototube. With a knowledge of I ( t )  and t h e  t o t a l  energy,  E, 

The energy may be expressed 

(4.16) 

or 

E 
Io = 0 

jf(t) 0 dt 
The power output  is given by t h e  r e l a t i o n ,  

(4.17) 

0 

Vacuum U l t r a v i o l e t  Spectrograph 

A vacuum u l t r a v i o l e t  spec t rograph  was cons t ruc t ed  f o r  t h e  labora-  

t o r y  (Payne and Todd, 1966) and is i n  t h e  process  of being  c a l i b r a t e d .  

I t  w i l l  be employed t o  ob ta in  spec t rog raph ic  informat ion  about t h e  

plasma which is produced by t h e  inc idence  of  t h e  laser bean on t h e  

t a r g e t .  This  spec t rograph  employs t h e  Rowland c i r c l e  mounting and is 



54 

opera ted  a t  near  grazing incidence.  

t o  t h e  target enc losu re  b i  removing t h e  window, and us ing  an  adapt ing  

f l a n g e  . 

The spec t rograph  w i l l  be a t t a c h e d  

The spec t rograph  is p r e s e n t l y  capable  of r e s o l v i n g  l i n e s  between 

about 100 and 1400 A. By ana lyz ing  t h e  s p e c t r a  of t h e  f l a s h  from t h e  

exploding plasma, t h e  va r ious  i o n i c  s p e c i e s  i n  t h e  plasma may, in 

p r i n c i p l e  be determined. 

wi th  t h e  measurements t h a t  are d isaussed  i n  t h e  prev ious  s e c t i o n .  

laser output  measurement is a permanent p a r t  of t h e  assembled equipment, 

and measurements are t o  be obtained dur ing  each run. 

I n  a d d i t i o n  t o  t h e  spec t rog raph ic  a n a l y s i s ,  s e v e r a l  time exposure 

The s p e c t r a  is t o  be obta ined  i n  conjunct ion  

The 

photographs of t h e  plasma w i l l  be obtained.  

camera for c o l o r  f i lm  is mounted o u t s i d e  t h e  target enc losure  a t  t h e  

viewing p o r t  and is focused on t h e  p o i n t  of inc idence  of t h e  l a s e r  beam. 

A Voight lander ,  35 mm 

Quadrupole Mass F i l t e r  

I n  order  t o  determine r e l a t i v e  i o n i c  d e n s i t i e s  i n  t h e  plasma from 

t h e  laser beam inc idence ,  a quadrupole mass f i l t e r  is planned. It is 

a n  adap ta t ion  of a des ign  t h a t  is descr ibed  i n  c u r r e n t  l i t e r a t u r e  

(Brubaker and T u l l ,  1964; Paul and Raether ,  1955; Woodward and Craw-  

f o r d ,  1963). 

determine t h e  r e l a t i v e  concen t r a t ion  of va r ious  i o n i c  s p e c i e s  which have 

approximately t h e  same mass. 

t h e  phys ica l  p r o p e r t i e s  of t h e  plasma under s tudy .  

mation about t h e  v e l o c i t y  d i s t r i b u t i o n  of each i o n i c  s p e c i e s  may be 

obta ined  by a n a l y s i s  of t h e  d a t a .  I n  t h i s  s e c t i o n ,  t h e  p r i n c i p l e s  of 

A s  wi th  a l l  mass spectrographs,  it may be employed t o  

Th i s  d a t a  w i l l  be  h e l p f u l  i n  determining 

I n  a d d i t i o n ,  i n f o r -  
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operation are developed for a quadrupole mass filter which may be em- 

ployed for plasma analysis. 

The quadrupole mass filter employs electric fields which permit 

only those ions which have a given ration of q/m to pass through it, 

while the others are rejected by the filter. 

means of four cylindrical electrodes which are arranged and are con- 

nected as indicated in Figure 4.3. 

This is accomplished by 

As a consequence of the relation of ro to the rod diameter, 

D = 2,30 ro, 

which are shown in Figure 4.4. 

there is a close approximation to the hyperbolic fields 

Laplaces' equation is 

(4.18) 2 v v = o ,  

or 

(4.19) 

Since opposite r o d s  are similarily charged, a solution of  the form, 
v = $(t) (ax 2 + BY 2 - yz 2 1, 

is assumed. For the surface, 
2 

z 2 
.y - -  = 1  

2 
0 r 2 

0 r 

the solution in Equation (4.20) must be 

v = $(t). 

For the surface, 

2 

0 

- Y  
2 r 

+ 
2 z - 
2 
0 r 

= 1, 

The solution in Equation (4.20) must be, 

v = - cp(t). 

(4.20) 

(4.21) 

(4.22) 

(4.23) 

(4.24) 
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Y 

i 

Figure 4.3,  Quadrupole Mass Spectrometer Geometry. 
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X 

Figure 4 . 4 .  Hyperbolic Electrodes f o r  Solving the 
Fields of the Quadrupole. 



SubstiLuting (4,20).into Laplaees’ equation, a relation between the 

constants i s  obtained, 

Clc f s -  y = o  

At the rod surfaces, the tangential field Gat’isfies 

= o  “) a x  surface 

(4.25) 

(4.26) 

(4.27) 

(4.28) 

or * 
a =  0. 

By inserting the value of a into Elquation (4,201, 

(4.29) 2 2 v = +  (t) @ Y  m y ”  ). 

By applying Equations (4.21) and (4.23), the value of fi and y are 

found 
1 
2 .  r 0 

$ = y F  - 
The potential @adient is 

(4.30) 

(4.31) 

where j and k are unit vectorsn The force on an ion of charge, Ze, i s  

F = ZeE (4.32) 

where e is the electronic charge and Z is the charge multiplicity of  

t h e  ion. The equations of motion become 

2 - d e -  j + -  k 
dt dt2 

in which the components are 

(4.33) 

(4.34) 
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d z  2 + ( t )  m - - = + 2 Z e  - 
d t2  'r 2 z' 

0 

If t h e  time v a r i a t i o n  of t h e  f i e l d  is 

+ ( t )  = VdC + vac cos  u t ,  

t h e  first p a r t  of Equation (4.34) becomes 

.* 
-2Zey (VDC + VAC. coswt) my = - 
0 r 

and t h e  second p a r t  of t h i s  equat ion  becomes 

e. +2Zez mz = - (VDC + v c0,cwt). AC m 

(4.35) 

(4.36) 

(4.37) 

'0 

I f  t h e  f i e l d  l eng th  is given by R, t h e  number of cyc le s  an ion  exper- 

iences  i n  t h e  f i l t e r  is, 

Rw n = -  
mvx 

(4,381 

Equations (4.36) and (4.37) are s p e c i a l  cases of Mathieu's equat ion 

which may be s t a t e d  i n  genera l  farm 

(4.39) 

I f  Equations (4.36) and (4.37) are converted t o  t h i s  form, t h e  cons t an t s  

may be  evaluated 

+8ZeVDC -4ZeVAC 
- - ut < =  - 2 2  ' 2 ' a y -  2 2  'qy - 

m r o  w mro w 

and 
-8ZeVDc +lZ€?VAC 

- 
2 2  ' qz- 2 2  a =  z 

m r o  0 m r o  w 

(4.40) 

(4.41) 

The genera l  s o l u t i o n  of Equation (4.39) may be w r i t t e n  as  
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(4 .42 )  

which is stable provided the constant v which depends on a and q ,  is a 

pure imaginary, otherwise the solution is unstable. In terms of tra- 

jectories, the unstable trajectory increases exponentially in amplitude, 

whereas. the stable trajectory either decreases or remains constant. 

ranges of stability are shown as a function of a and q in Figure 4.5. 

The 

From the graph, the stable ranges are symmetrical about q = 0. 

Since q is positive f o r  z and negative for ~7~ and is of the same magni- 

tude for both, the path will be stable in both the y and z directions, 

provided the path is stable in q .  

value of q is significant in determining stability. 

a 

a = 0 and only the absolute value considered. 

A s  a consequence, only the absolute 

Since both a and 
9 

must satisfy stability requirements, the graph may be folded about e 
If the fold is made, the 

largest region of stability is shown in Figure 4.6. 

the design criteria to determine the frequency, the field length, and 

This graph presents 

the rod separation that are necessary to use the mass filter as an ion 

separator. 

In order to determine the desired operating point and characteris- 

tics of the quadrupole mass filter, the physical measurement is examined. 

The plasma from the target will be composed of singly and multiply 

charged ions of the target material. 

aluminum, the mass of the ions will be, 

Since the target material is 

MAL = 27amu (4.43) 

Assume maximum ionic velocity to be 
7 

V = 10 cm/sec max (4.44) 
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a 

Figure 4 .5 .  Ranges of Stability f o r  Solutions of 
Mathieu Equation. 
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0.22' 

0,20 

0.18' 

0.16 

0.14' 

a 0.12 

0.10, 

0.08 

0.06 

0.01 

Figure 4.6. First Stability Range, 
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4 which corresponds fo an energy of 10 Kev, 

found that 

From Equation (4e38)+ it is 

Rw N =  9 min "vmax 
(4.45) 

or 

For a practical design, assume a field length of 90 cm. and a 

frequency of 3.2 mca9 

= 9.2 cycles. Nrnin (4,47) 

This is believed to be sufficient for ion separation, because charge 

on the ions changes in large steps. The measurements are made by main- 

taining a constant frequency and adjusting the parameters V 

to select a given ionic species. 

operating point would be 

and Vdc ac 
By reference to Figure 4.6, a good 

a = 0.20, q = 0.70 (4.4%) 

This point provides good resolution, and requires voltages which are 

easily attained. 

which requires 

0 -  

A convenient rod diameter of 13.23 mm was chosen, 

r - 5.75 mm (4.49) 

in order to obtain hyperbolic fields. 

To ascertain the voltages that are necessary to transmit a given 

ionic species and to verify that the others are rejected, the values of 

a and q are obtained from Equations (4.40) and (4.481, 

-3 
vDc a z .20 = 2.14 x 10 

and 
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The v o l t a g e s  f o r  each case fare g iven  by, 

(4.52) 

Five  cases.are considered s e p a r a t e l y .  

Case I: F i l t e r  is se t  f o r  t h e  s i n g l y  ion ized  ion  where Z = 1. 

Solv ing  for t h e  v o l t a g e s  

V = 655.4 v o l t s ,  Vdc = 93,63 v o l t s  
ac 

With t h e s e  va lues  of t h e  vo l t ages ,  t h e  a and q va lues  for 

t h e  fou r  h igher  s p e c i e s  are: 

Spec i et; a 

I1 0.40 

I11 0.60 

IV 0.80 

cl 

1.40 

2.10 

2.80 

V 1 .oo 3.50 

By r e f e r e n c e  t o  F igure  4.6, a l l  except  t h e  s i n g l y  ion ized  s p e c i e s  have 

uns t ab le  t r a j e c t o r i e s ,  and t h e s e  ions  w i l l  be  r e j e c t e d  by t h e  f i l t e r ,  

Case 11: The f i l t e r  is set t o  accep t  t h e  second s p e c i e s ,  f o r  which 

= 327.7 v o l t s  and Vdc = 46.82 v o l t s .  V 
&C 

The a and q values for  t h e  o t h e r  species are examined t o  

v e r i f y  t h a t  t h e i r  t r a j e c t o r i e s  are uns tab le .  

s p e c i e s  a cl 

I 0.10 0.35 

111 

IV 

V 

0.30 

0.40 

0.50 

1.05 

1 .40 

1.75 

Again, by r e f e r r i n g  t o  F igure  4.6, t h e  t r a j e c t o r i e s  are uns t ab le  for  a l l  

except  t h e  second s p e c i e s .  
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Case 111: The f i l t e r  is set f o r  i o n i c  s p e c i e s  111, t r i p l y  ion ized  

fo r  which 

V F 218.5 v o l t s  and Vdc G 31,21 v o l t s .  ac 

For t h e  o the r  s p e c i e s ,  t h e  va lues  of a and q are: 

Spec ie s  a cl 

I 0.067 0.23 

I1 0,134 0,46 

I V  0.268 0.92 

V 0.335 1.15 

By r e f e r e n c e  t o  F igu re  4.6, t h e s e  t r a j e c t o r i e s  are uns t ab le ,  and t h e  

i o n s  w i l l  be r e j e c t e d .  

Case I V :  The f i l t e r  is se t  f o r  t h e  f o u r t h  s p e c i e s ,  f o r  which 

V = 163.85 v o l t s  and Vdc = 23.41 v o l t s .  
ac 

The parameters  f o r  t h e  o ther  s p e c i e s  are: 

Speci  es a cl 

I 0.05 0.175 

I1 0.10 0 , 358 

I11 0.15 0 e 525 

V 0,25 0.875 

Again, the o t h e r  s p e c i e s  are r e j e c t e d  by t h e  mass f i l t e r ,  

Case V: The f i l t e r  is s e t  f o r  t h e  f i f t h  s p e c i e s ,  and t h e  va lues  

are : 

= 131.1 volts and Vdc = 18,'9S ~ o l t s .  

For t h e  o the r  s p e c i e s ,  t h e  parameters  are: 

'ac 
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Spec i es a Q 

I 0 .,04 0.14 

I1 0.08 0.2% 

I11 0.12 0.42 

IV 0.16 0.56 

These values lead to unstable trajectories, and the ions are rejected. 

An examination of the paeceding cases reveals that the species 

nearest t o  the accepted ion in charge are less strongly rejected than 

the other ions. The strength of this rejection also  decreases as the 

charge number increases. As a consequence, if the filter is set €or 

an ion with Z - > 8, both the Z and the Z-1 ions are accepted. Measure- 

ments are not anticipated for ions having 2 2  5 .  

required for ions with Z - > 5 ,  the operation point m y  be shifted toward 

If measurements are 

the peak of Figure 4.6, and the filter will only accept the desired ion. 

uirements for ion filtering are summarized: 

1 .  A field length of 30 cm. which requires four poles of 

diameter 13.23 mm and separation 11.50 mm. 

A radio frequency generator which operates at 3.2 me. and 

at an output range of from 0 t o  I,WO v o l t s  peak to peak. 

2. 

3. A de power supply which is variable from 0 to 150 volts. 

An rf power supply for a quadrupole mass filter is described in the 

literature (Woodward and Crawford, 1963) The dc voltages are obtained 

by rectifying a portion of the rf voltage, This insures a constant 

.value of ./(a in the event of a frequency drift or of a shift in the rf 

voltage e 
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At the present time, the circuits are being wviewekl and the con- 

struction is to start shortly. 

mounted within the target enclosure, as near as possible, to the point 

of impact, Since the plasma is generated, almost instantaneously, the 

output of the mass filter as a function of time reflects the velocity 

distribution of the ion which the filter is set to accept, 

are made for several mounting positions and angles in order to determine 

the degree of spatial symmetry in the plasma during its expansion. 

the present time, the mechanical design of the mass filter is in the 

planning stage a 

The quadrupole maes filter will be 

Provisions 

At 



CHAPTER V 

RESULTS OF INITIAL TESTS 

The primary i n t e n t  of t h e  r e sea rch  which is descr ibed  i n  t h i s  

t h e s i s  was t h e  des ign  and cons t ruc t ion  of a twin  ruby laser assembly. 

I n  a d d i t i o n ,  some ins t rumenta t ion  was cons t ruc t ed  f o r  plasma s t u d i e s .  

The experimental  s tudy  i t s e l f ,  us ing  t h i s  equipment, was no t  w i th in  

t h e  scope of t h i s  t h e s i s ,  

mine t h e  ope ra t ing  c h a r a c t e r i s t i c s  and t o  e v a l u a t e  t h e  performance 

of t h e  assembly. 

Some i n i t i a l  t es t s  were necessary  t o  de t e r -  

The purpose of t h i s  chap te r  i s  t o  g ive  a q u a l i t a t i v e  

d e s c r i p t i o n  of t h e s e  i n i t i a l  tests and t o  o f f e r  SORI@ sugges t ions  for 

improvement of the equipment. 

General  Desc r ip t ion  

The first tests wi th  t h e  laser system were t o  ascertain t h e  trig- 

These tests were made p r i o r  ge r ing  c h a r a c t e r i s t i c s  o f  t h e  f l a sh tubes .  

t o  t h e  i n s t a l l a t i o n  of t h e  induc to r s  in t h e  f l a s h t u b e  c i r c u i t s .  I n  

a d d i t i o n ,  a s i n g l e  trigger t ransformer  (Kernlike KM, 5 O : l )  w a s  employed 

t o  t r i g g e r  both flashitubes. The primary of t h e  t r i g g e r  t ransformer  was 

PUksed with a 208 volt  pulse, so t h e  trigger ou tpu t  p u l s e  was about 

10 KV. With t h i s  arrapgement,  t h e  t r i g g e r i n g  w a s  vesy erratic. A t  

times, t h e  f l a s h t u b e s  f i r e d  spontaneously.  During t h e s e  tests, two 

f l a s h t u b e s  were s h a t t e r e d  as a consequence of t h e  r ap id  c u r r e n t  r iae  

wi th in  t h e  tubes  e 

68 
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Correspondence with Kemlite Corporat ion r evea led  t h a t  a b a l l a s t  

i nduc to r  should be  used i n  each f l a s h t u b e  c i r c u i t  i n  order  t o  shape t h e  

d i scha rge  pulse .  A s  a r e s u l t  of t h i s  correspondence, t h e  primary t r ig-  

ge r  pu l se  was inc reased  t o  400 volts. Two t r ans fo rmers ,  connected i n  

p a r a l l e l  as desc r ibed  i n  Chapter 111, were employed. 

ment, approximately a 20 KV p u l s e  is d e l i v e r e d  t o  t h e  t r i g g e r  wire. 

With t h i s  arrange-  

After t h e s e  changes, another  ser ies  of tes ts  were conducted, These 

tes ts  employed a c a p a c i t o r  s t o r a g e  a t  a v o l t a g e  of approximately 7 K V .  

The r a t e d  vo l t age  is 10 KV. 

problem of spontaneous i g n i t i o n  remained. The laser w a s  operated i n  t h e  

convent ional  mode and measurements of t h e  laser output  were attempted. 

Several energy r ead ings  were obtained wi th  t h e  c a l o r i m e t e r ,  and t h e s e  

were found t o  range up t o  11 j o u l e s .  D i f f i c u l t y  w a s  experienced i n  ob- 

ta i f i ing a good phototube trace of  t h e  laser output .  

w a s  a t t r i b u t a b l e , i n  p a r t ,  t o  t r a n s i e n t s  from t h e  d i scha rge  of  t h e  energy 

s t o r a g e  capac i to r .  

t h e  phototube output  i n  order  t o  p r e s e t  t h e  osc i l l o scope .  Much of t h i s  

d i f f i c u l t y  probably a r o s e  from c a p a c i t y  coupl ing t o  ground of t h e  f l a s h -  

tube.  

The t r i g g e r i n g  w a s  more r e l i a b l e  b u t  t h e  

This  d i f f i c u l t y  

It w a s  a l s o  d i f f i c u l t  t o  gauge t h e  magnitude of 

I n  a d d i t i o n  t o  t h e  ca lo r ime te r  r ead ings ,  v a r i o u s  degrees of t a r g e t  

deformation from t h e  laser pu l se  were observed. Th i s  po in t  is d i scussed ,  

f u r t h e r ,  i n  t h e  nex t  section., Two time exposure photographs of t h e  tar-  

g e t  were a l s o  obtained during t h i s  series of  tests.  The most s t r i k i n g  

one w a s  obtained i n  t h e  tes t  where t h e  laser beam energy was measured 

t o  be 11 j o u l e s .  The time exposure shows an i n t e n s e  white f l a s h ,  which 

is i n d i c a t i v e  of a plasma, a t  t h e  r eg ion  of impact. The background is 

i l l umina ted  by t h e  s c a t t e r e d  r ed  l i g h t  of the laser pulse .  
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Since  t h e s e  i n i t i a l  tests, some a d d i t i o n a l  tests were at tempted t o  

ob ta in  a phototube trace df t h e  q-switched output .  

met with l i t f l e  success  because of t r i g g e r i n g  d i f f i c u l t i e s .  

blem w i l l  be  d iscussed  f u r t h e r  i n  t h e  f i n a l  s e c t i o n  of t h i s  chap te r .  

These tes ts  have 

Th i s  pro- 

Target Deformation 

Although t h e s e  i n i t i a l  tests were not  expres s ly  f o r  t h e  purpose of 

s tudy ing  laser beam impact, some types  of t a r g e t  deformation were ob- 

served e 

The laser pu l se  was focused t o  a s p o t  of approximately 1 mm2 on t h e  

target.  Seve ra l  t ypes  of targets were employed du r ing  these  i n i t i a l  

tests. Appreciable t a r g e t  deformation,  however, was only observed on 

aluminum f o i l  (0.001 i n .  t h i ckness )  and aluminum d i s k s  (0.030 i n .  t h i ck -  

ness). 

The inc idence  of t h e  convent iona l  laser pu l se  on t h e  foil t a r g e t  

melted a ho le  through t h e  f o i l .  

and had an  area of approximately 1.25 mm . 
The hole  w a s  i n  t h e  shape of a diamond 

2 The h o l e  w a s  r inged  with a 

r i d g e  of metal which appeared t o  have melted and then r e s o l i d i f i e d .  

Unfor tuna te ly ,  a measurement of t h e  laser pu l se  energy was n o t  obtained 

fo r  t h i s  p a r t i c u l a r  f i r i n g ,  however, it was es t imated  t o  be about  two 

joules. 

The deformation a t  t h e  zone of impact w a s  observed f o r  a n  aluminum 

d i s k .  

t i o n a l  laser pulse  f o r  which an energy of 11 j o u l e s  was measured, The 

The most s t r i k i n g  of t h e s e  deformations was produced by a conven- 

deformation,  i n  t h i s  case, was crater shaped.. Again, t h e  crater w a s  

r inged with a r i d g e  of r e s o l i d i f i e d  metal ,  I n  a d d i t i o n ,  p i t s ,  much 

smaller than  t h e  crater i t s e l f  were observed a t  t h e  bottom o f  t h e  c r a t e r .  
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The crater had roughly t h e  same area as  t h a t  of t h e  focused laser p u l s e  

and a depth of from 0.001 t o  0,002 inches.  

Suggest ions f o r  Fu tu re  Improvements 

As i n  every undertaking of t h e  type  desc r ibed  i n  t h i s  t h e s i s ,  

t h e r e  are a number of p o s s i b l e  improvements. The purpose of t h i s  sec- 

t i o n  is t o  i n d i c a t e  some of t h e s e  and t o  o f f e r  sugges t ions  f o r  t h e i r  

improvement. 

The foremost need is f o r  a more r e l i a b l e  means of t r i g g e r i n g  t h e  

laser. A t  t h e  p re sen t  t i m e ,  t h e  t r i g g e r i n g  is erratic,  and t h e  problem 

of spontaneous i g n i t i o n  p e r s i s t s .  A t  t h e  time t h a t  two t r i g g e r  t r a n s -  

formers were i n s t a l l e d  i n  p a r a l l e l ,  as  is desc r ibed  i n  Chapter 111, t h e  

primary t r i g g e r  v o l t a g e  w a s  i nc reased  t o  400 v o l t s I  

vo l t age  r a t i n g  of t h e  4CP1 t ransformer.  I n  s p i t e  of t h i s ,  t h e  laser 

has  been s u c c e s s f u l l y  fired w i n g  t h e  KM transformers. The most immediate 

Th i s  exceeds t h e  

answer t o  t h e  t r i g g e r i n g  problem would be t o  change over t o  t r i g g e r  

t r ans fo rmers  which have a higher  v o l t a g e  r a t i n g ,  such as Kemlite's 

model 5CM. The p a r a l l e l  connection of t h e  p u l s e  t ransformers  has  a n  

inhe ren t  disadvantage.  The impedance of t h e  primary of each t ransformer 

depends on t h e  impedance of t h e  secondary. If t h e  trigger wire, which 

is connected t o  t h e  secondary, i o n i z e s  t h e  f l a s h t u b e ,  most of t h e  t r i g -  

ger p u l s e  w i l l  appear a c r o s s  t h i s  t ransformer.  

o t h e r  f l a s h t u b e  w i l l  f a i l  t o  respond t o  t h e  trigger pulse .  

c u l t y  could be removed by us ing  two s e p a r a t e  co inc iden t  t r i g g e r  c i r c u i t s ,  

Because of t h i s ,  t h e  

Th i s  d i f f i -  

one f o r  each f l a s h t u b e .  If t h e  f l a s h t u b e s  could be  operated a t  t h e i r  

r a t e d  vo l t age ,  s p e c i a l  c i r c u i t s  f o r  t h e  t r ans fo rmers  would not  be 

necessary 



72 

Another areap which could be improved, is t h e  means of charging 

t h e  energy s t o r a g e  banks. A t  t h e  p re sen t  t i m e ,  a charging time of 

about 30 minutes is r e q u i r e d  t o  charge t h e  bank t o  7 KV. The reason 

f o r  t h i s  is t h a t  t h e  power supply,  which w a s  a v a i l a b l e  i n  t h e  labora-  

t o r y ,  is l i m i t e d  t o  a n  output  c u r r e n t  of 20 mill iamperes.  S ince  t h e  

power supply has  a mayimum vo l t age  output  of 10 K V ,  t h e  energy s t o r a g e  

banks and t h e  f l a s h t u b e s  had t o  be placed i n  a series p a r a l l e l  arrange-  

ment. The disadvantage of lengthy charging times is two-fold. The 

most obvious is t h e  time requ i r ed  t o  ready t h e  laser f o r  a t es t .  The 

o t h e r  is t h a t  t h e  c a p a c i t o r s  are charged f o r  an unnece,qsarily long time. 

These problems could be r e so lved  by a c q u i r i n g  a 20 IW power supply 

which has  a higher  c u r r e n t  r a t i n g ;  t hen  it would be p o s s i b l e  t o  connect 

t h e  c a p a c i t o r  banks and t h e  f l a s h t u b e s  i n  series. Th i s  would i n s u r e  

t h a t  both tubes  f i r e  even i f  only one responds t o  t h e  t r i g g e r  pulse .  

In a d d i t i o n ,  a larger power supply would reduce t h e  t i m e  t h a t  is requ i r ed  

f o r  t h e  laser s h o t .  

I n  l i n e  with t h i s  d i s c u s s i o n ,  one of t h e  problems is encountered i n  

a t t empt s  t o  o b t a i n  a trace of t h e  laser  pu l se ,  l i g h t  i n t e n s i t y  with a 

phototube, Electrical  t r a n s i e n t s  i n  t h e  system t r i g g e r e d  t h e  o s c i l l o -  

scope prematurely,  and no phototube trace w a s  observed. These t r a n s i e n t s  

may also be r e s p o n s i b l e  f o r  t h e  spontaneous i g n i t i o n  of t h e  f l a s h t u b e s .  

Yhis s i t u a t i o n  can  probably be remedied by a c a r e f u l  revjew of t h e  

grounding connect ions i n  t h e  d i scha rge  c i r c u i t  and i n  o the r  c i r c u i t s .  

There are o the r  a s p e c t s  of  t h e  laser f a c i l i t y ,  which, i n  t h e  course 

of time, w i l l  probably be improved. It  is f e l t ,  however, t h a t  i f  some 

of t h e  improvements which have been mentioned i n  t h i s , s e e t i o n  are 
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included, the laser f a c i l i t y  may be employed e f f ec t ive ly  for the  study 

of laser-produced plasmas.' 
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